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By accepting this document, the customer hereby agrees and accepts the ‘Terms & Conditions’ and the relevant ‘Testing & Certification Regulations’ 
of TÜV SÜD South Asia Pvt Ltd. which are available at Company’s website at the link-https://www.tuvsud.com/en-in/terms-and-conditions 
Note: The test report is electronically generated. Hence original signature is not required. 
Note: (1) The results relate only to the items tested, (2) The test report shall not be reproduced except in full without the written approval of the 
laboratory (3) Any use for advertising purposes must be granted in writing. This technical report may only be quoted in full. This report is the result of 
a single examination of the object in question and is not generally applicable evaluation of the quality of other products in regular production. For 
further details, please see testing and certification regulation, chapter A-3.4. (4) The correctness of the information related to sample(s) in the Test 
Request Form/Customer letterhead/Email is the customer's responsibility. The laboratory reports the said information in the test report and is not 
liable for the same, (5) The testing conditions are followed as per the reported test standard. For additional test conditions apart from the reported test 
conditions laboratory can be contacted for details 
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APPLICANT / COMPANY NAME : ALPHA CARBONLESS PAPER MFG CO PVT LTD 
ADDRESS : PLOT NO-C-101 T.T.C INDL AREA, PAWANE M.I.D.C 

NAVI MUMBAI-400705 
ATTENTION / CONTACT PERSON   : MR. RITESH KALE 
TESTED SAMPLE  : RECEIVED ON 2023.02.17 AT 03:50 P.M. 
TEST PERIOD : 2023.02.18 TO 2023.02.20 
ARTICLE / SAMPLE DESCRIPTION : PLASTIC FREE PAPERS AND PAPER BOARDS 
PRODUCT TYPE / END USE : CUP STOCK PAPER 
Note: The submitted sample(s) is / are Not Drawn by the Laboratory 
NOTE: Unless otherwise agreed upon, Pass or Fail or Statement of compliance verdicts are given based on the measured values without 
any considerations of measurement uncertainties. Every test method has a measurement uncertainty which has been evaluated by the 
laboratory and are available on request. By taking measurement uncertainties into account it might happen that measured values can 
neither be assessed as Pass nor as Fail. 
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Remarks: 
1. Sample(s) is / are tested as on-received basis. 
2. Test(s) performed as requested by applicant. 
3. Conclusion(s) of the test(s) was drawn as per compliance requirement(s) specified by applicant. 
 

Authorized By 

 
______________________ 
Ankit Kumar Arya 
() 

 
 
 Please Contact: 
     For any technical issues: Anuradha Dhamija at :Anuradha.Dhamija@tuvsud.com 

   For any complaint: Ashima Sapra at: Ashima.Sapra@tuvsud.com 
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Summary of Test Result(s) 

S. No. Test(s) Conclusion (#) 
1. Overall Migration Pass 
(#) For details regarding specification(s) / regulation(s) based on which compliance is decided, refer test 
details. 
  

 
Material list / List of material(s) (As confirmed by applicant) 

Component No. Component description Material Color 

A 
Coated Paper Sheets (Testing 
Surface) Paper White 

 
 
Sampling plan (As requested by applicant) 

S. No. Test Component No. 

1. Overall Migration A 
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Test Result(s): 

 
Overall migration 
 
Test Specification(s) / Regulation(s): IS 10146:1982 (Reaffirmed 2018) & FSSAI notification dated 24th 
December 2018 with respect to Food Safety and Standards (Packaging) Regulation, 2018; 
Test method(s) adopted: IS 9845:1998 (Reaffirmed 2015); 
Simulant(s) used: Refer below;  
Test condition(s): Refer below (under one-time / single use condition / 1st attack). 

S. No. Simulant(s) used Test condition 

Test result (mg/dm²) Compliance 
Requirement / Limit 
Max. (mg/dm²) Conclusion Component No. A 

1. Distilled Water 70°C for 2 hours ND 10.0 Pass 

2. n-heptane 
38°C for 30 
minutes ND 10.0 Pass 

Limit of quantification: 2.0 mg/dm² 
 
Abbreviations 
“ND” denotes Not Detected or below limit of quantification; “°C” denotes degree Celsius; “mg/dm2” 
denotes milligram per square decimetre.  

 
--- END OF THE TEST REPORT --- 
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