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Sample Image(s) (As Received)

Test Report No. GGN/H(FCM)/24/000587
Dated. 2024.03.06

Sample A Compostable 
Paper Plate
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Note: The test report is electronically generated. Hence original signature is not required.
Note: (1) The results relate only to the items tested, (2) The test report shall not be reproduced except in full without the written approval of the 
laboratory (3) Any use for advertising purposes must be granted in writing. This technical report may only be quoted in full. This report is the result of 
a single examination of the object in question and is not generally applicable evaluation of the quality of other products in regular production. For 
further details, please see testing and certification regulation, chapter A-3.4. (4) The correctness of the information related to sample(s) in the Test 
Request Form/Customer letterhead/Email is the customer's responsibility. The laboratory reports the said information in the test report and is not 
liable for the same, (5) The testing conditions are followed as per the reported test standard. For additional test conditions apart from the reported test 
conditions laboratory can be contacted for details
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Test Report No. GGN/H(FCM)/24/000587
Dated. 2024.03.06

Applicant / Company Name : Alpha Carbonless Paper Mfg. Co. Pvt. Ltd.
Address : Plot No.C-101, TTC Industrial Area, Pawane M.I.D.C. 

Navi Mumbai 400705 (Maharashtra), India 
Attention / Contact Person : Vinayak Mane
Tested Sample : Received on 2024.03.01 at 12:51 P.M.
Test Period : 2024.03.01 To 2024.03.06
Article / Sample Description : Compostable Paper Plate
Country of Origin : India
Country of Destination : India
Note: The submitted sample(s) is / are Not Drawn by the Laboratory
NOTE: Unless otherwise agreed upon, Pass or Fail or Statement of compliance verdicts are given based on the measured values without 
any considerations of measurement uncertainties. Every test method has a measurement uncertainty which has been evaluated by the 
laboratory and are available on request. By taking measurement uncertainties into account it might happen that measured values can 
neither be assessed as Pass nor as Fail.
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Remarks:
1. Sample(s) is / are tested as on-received basis.
2. Test(s) performed as requested by applicant.
3. Conclusion(s) of the test(s) was drawn as per compliance requirement(s) specified by applicant.

Authorized By

Anuradha Dhamija
(Authorised Signatory)

Please Contact:
   For any technical issues: Anuradha Dhamija at :Anuradha.Dhamija@tuvsud.com

For any complaint: Ashima Sapra at: Ashima.Sapra@tuvsud.com

Test Report No. GGN/H(FCM)/24/000587
Dated. 2024.03.06
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Summary of Test Result(s)
S. No. Test(s) Conclusion(#)

1.
Microwave test- BS EN 
15284:2007

Pass

(#) For details regarding specification(s) / regulation(s) based on which compliance is decided, refer test 
details.

Test Report No. GGN/H(FCM)/24/000587
Dated. 2024.03.06
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Test Result(s):

--- END OF THE TEST REPORT ---

Test Report No. GGN/H(FCM)/24/000587
Dated. 2024.03.06

Microwave exposure / Resistance to microwave heating

Test method(s) adopted

Sample Name
Test Result(s) / Observation(s)
Maximum surface temperature (*)
Short period heating (°C) Long period heating (°C) Conclusion

Compostable Paper 
Plate 38.7 46.8 Pass
Visual observation: 
(1) No visual change observed on both samples.
(2) No electrical arcing occurred during testing.

(#) Observations were made with unaided eye.
Two specimens were tested.


